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REVISION 5

# SERIAL # MODE ANGLE D.A.C.

1 G02302 Comp. 0o REJECT
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5

INSPECTOR (PRINT NAME)

T
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N
S
D
U
C
E
R

DAMPING Off

The gaugings are shown in hundredths of an inch.

Ultrasonic thickness measurements were obtained on the vessel MLB 44346

 PROJECT

ITEM

MANUFACTURER

Krautkramer

 PROCEDURE

 SPECIFICATION

05125

DIMENSIONS REJECTACCEPT

BATCH No.

SEARCH UNIT CABLE(S) USED, TYPE AND LENGTH

QTY

2.25 Mhz

N/A

ADDITIONAL INFORMATION:

COUPLANT

B&C - 6 Ft.

Ultragel II

SNT-TC-1A  

WE HEREBY CERTIFY THAT THE ABOVE INFORMATION WAS EXAMINED IN ACCORDANCE WITH THE SPECIFIED REQUIREMENTS, AND THAT THE RESULTS INDICATED
ARE THE ACCURATE INTERPRETATION OF THE UNDERSIGNED INSPECTOR TO THE BEST OF HIS/HER KNOWLEDGE, ABILITY AND INTEGRITY.

3

P5086-UTRREPORT No.

.50" Dia.

N/A

Off

Specialists in Nondestructive Examination
Los Angeles (562) 944-3166     Portland (503) 283-2668     Seattle (206) 766-8180

MLB 44346

 CLIENT Lance Marcus 1

JOB No.

ULTRASONIC TEST REPORT

DATE / TIME 8/11/2008

See the attached drawings for the gaugings obtained.

*Notes:

No original thickness available at the time of survey.
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 ACCEPTANCE CRITERIA

Client Information

As per Client

FREQ.SIZE

SIGNATURE

CALIBRATION DATA [Include Gain Ref. Level, Ref. Refletor(s), Indication Amplitude(s) and Distance Reading(s)]: Ref. Level 56.5 db

SURFACE(S) FROM WHICH EXAMINATION WAS CONDUCTED INCLUDING SURFACE CONDITIONS:

AREAS OF RESTRICTED ACCESS OR INACCESSIBLE WELDS:

Krautkramer USM-22L

35044-792

7/6/2008 CALIB. DUE

INSTRUMENT

SERIAL NO.

DATE CALIB.

Basic Cal.  Field Step Block SN A04848

10/06/2008

MATERIAL TESTED

TRANSFER MECHANISM N/A

TEST STANDARD

DESCRIPTION

*MLB 44346 - Port & Starboard Bottom and Sideshell Plating, full length

LEVEL III

II-01-5002

UT from Outer Side Hull, Coated

Jeff Trapp

 
 

 

P5086-UTR






